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October 25, 2005 
Job No. 0128-002-05 
 
State of Utah 
Division of Facilities Construction and Management 
4110 State Office Building 
Salt Lake City, Utah  84114 
 
Attention: Mr. Bill Bowen 
 
Gentlemen: 
 
Re: Report 

Geotechnical Study  
Proposed Shepard Student Union Connection Addition 
Weber State University Campus 
Ogden, Utah 
DFCM Project No. 03215810/Contract No. 067116 

 
 
1. INTRODUCTION 
 
1.1 GENERAL 
 
This report presents the results of our geotechnical study performed at the site of the proposed 
Shepard Student Union connection addition located on the Weber State University Campus in 
Ogden, Utah.  The general location of the site with respect to major topographic features and 
existing facilities, as of 1998, is presented on Figure 1, Vicinity Map.  A more detailed layout of 
the site showing existing roadways and facilities is presented on Figure 2, Site Plan.  The 
locations of the four borings drilled in conjunction with this study are also presented on Figure 2. 
 
1.2 OBJECTIVES AND SCOPE 
 
The objectives and scope of the study were planned in discussions between Mr. Blake Court of 
The State of Utah, Division of Facilities Construction and Management (DFCM); Mr. Jim Harris 
of Weber State University; and Mr. Bill Gordon of Gordon Spilker Huber Geotechnical 
Consultants, Inc. (GSH). 
 
In general, the objectives of this study were to: 
 

1. Define and evaluate the subsurface soil and groundwater conditions across the 
site. 
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2. Provide appropriate foundation, earthwork, and geoseismic recommendations to 
be utilized in the design and construction of the proposed facility. 

 
In accomplishing these objectives, our scope has included the following: 
 

1. A field program consisting of the drilling, logging, and sampling of four 
exploration borings. 

 
2. A laboratory testing program.  

 
3. An office program consisting of the correlation of available data, engineering 

analyses, and the preparation of this summary report. 
 
1.3 AUTHORIZATION 
 
Authorization was provided under DFCM Contract # 067116 for Project # 03215810. 
 
1.4 PROFESSIONAL STATEMENTS 
 
Supporting data upon which our recommendations are based are presented in subsequent sections 
of this report.  Recommendations presented herein are governed by the physical properties of the 
soils encountered in the exploration borings, projected groundwater conditions, and the layout 
and design data discussed in Section 2., Proposed Construction, of this report.  If subsurface 
conditions other than those described in this report are encountered and/or if design and layout 
changes are implemented, GSH must be informed so that our recommendations can be reviewed 
and amended, if necessary. 
 
Our professional services have been performed, our findings obtained, and our recommendations 
prepared in accordance with generally accepted engineering principles and practices at this time. 
 
2. PROPOSED CONSTRUCTION 
 
An addition which will connect the existing east and west portions of the existing Shepard 
Student Union complex is proposed.  The addition will have approximate plan dimensions of 
60-feet by 195-feet and will be two to three levels in height.  The lower level of the addition will 
be at the base level of the structure to the east and will connect to the second level of the 
structure to the west.  A below grade tunnel/utility vault is located along the eastern edge of the 
western portion of the student union.  The tunnel runs approximately north to south.  The 
structure will be of steel-frame construction above grade and reinforced concrete construction 
below grade.  The approximate location of the addition with respect to existing structures is 
presented on Figure 2. 
 
The maximum real column loads will be in the range of 130 to 150 kips depending upon the final 
configuration of the columns within the proposed structure.  Maximum wall loads are projected 
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to be on the order of 4 to 6 kips per lineal foot.  At-grade slab loads will be relatively light on the 
order 200 to 250 pounds per square foot.  If higher column and wall loads are utilized in the final 
design, GSH must be informed so that our recommendations can be reviewed.  Replacement fill 
may be required beneath the footings to control settlements if higher column and wall loads are 
used. 
 
3. SITE INVESTIGATIONS 
 
3.1 FIELD PROGRAM 
 
In order to define and evaluate the subsurface soil and groundwater conditions across the site, 
4 borings were drilled to depths ranging from 33.5 to 36.5 feet with an all-terrain drill rig 
equipped with hollow-stem augers.  Locations of the borings drilled in conjunction with this 
study are presented on Figure 2. 
 
The field portion of our study was under the direct control and continual supervision of an 
experienced member of our geotechnical staff.  During the course of the drilling operations, a 
continuous log of the subsurface conditions encountered was maintained.  In addition, relatively 
undisturbed samples of the typical soils penetrated were obtained for subsequent laboratory 
testing and examination.  The soils were classified in the field based upon visual and textural 
examination. These classifications were later supplemented by subsequent inspection and testing 
in our laboratory.  Detailed graphical representation of the subsurface conditions encountered 
during this study is presented on Figures 3A through 3D, Log of Borings.  Soils were classified 
in accordance with the nomenclature described on Figure 4, Unified Soil Classification System.  
 
A 3.25-inch outside diameter, 2.42-inch inside diameter drive (Dames & Moore) sampler was 
utilized in the subsurface sampling at the site.  The blow-counts recorded on the boring logs were 
those required to drive the sampler 12 inches with a 140-pound hammer dropping 30 inches.   
 
The surface eight-inch layer of Portland cement concrete was cored out prior to drilling 
operations.  Upon completion of drilling operations, the borings were backfilled with the cuttings 
and the concrete core was placed back in the hole.  With time some settlement is anticipated.    
 
Following completion of drilling operations, one and one-quarter-inch diameter slotted PVC pipe 
was installed in Borings B-1 and B-4 in order to provide a means of monitoring the groundwater 
fluctuations. 
 
3.2 LABORATORY TESTING  
 
3.2.1 General 
 
In order to provide data necessary for our engineering analyses, a laboratory testing program was 
performed.  The program included moisture and density, partial gradation, consolidation, and 
chemical tests.  The following paragraphs describe the tests and summarize the test data. 
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3.2.2 Moisture and Density Tests 
 
To aid in classifying the soils and to help correlate other test data, moisture and density tests 
were performed on selected undisturbed samples.  The results of these tests are presented to the 
right on the boring logs, Figures 3A through 3D. 
 
3.2.3 Partial Gradation Tests 
 
To aid in classifying soils and to provide data necessary for our liquefaction analysis, a partial 
gradation test was performed a representative sample.  Results of the test are tabulated below: 
 

Boring  
No. 

Depth 
(feet) 

Percent Passing  
No. 200 Sieve 

Soil 
Classification 

B-3 33.5 80.7 CL 
 
 
3.2.4 Consolidation Tests 
 
To provide data necessary for our settlement analyses, a consolidation test was performed on 
each of two representative samples of the fine-grained soils encountered in the exploration 
borings.   
 
Test data available indicates that the soils are moderately over-consolidated.  The soils will 
exhibit moderate compressibility characteristics when loaded below the preconsolidation 
pressure.  Detailed results of the tests are maintained within our files and can be transmitted to 
you, at your request.  
 
3.2.5 Chemical Tests 
 
In order to determine if the site soils will react detrimentally with concrete or metal, chemical 
tests were performed on a representative sample.  The results of the chemical tests are tabulated 
below: 
 

Boring 
No. 

 
Depth 
(feet) 

 
 

pH 

Total Water Soluble 
Sulfate SO4 

(ppm) 

B-3 4.5 8.4 110 
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4. SITE CONDITIONS 
 
4.1 SURFACE 
 
The site is located on the Weber State University campus in Ogden, Utah.  The site is located 
between the east and west portions of the existing Shepard Student Union complex.  The Shepard 
Student Union is of concrete and steel-frame construction.  The site is bounded by the existing 
Shepard Student Union to the east and west.  Landscaped areas and Portland cement concrete 
sidewalks bounds the site to the north and south. 
 
The site is relatively level with a slight downward slope to the south.  Overall elevation change is 
projected to be on the order of less than one foot.  
 
The majority of the site is covered with Portland cement concrete sidewalks and some 
landscaped areas. 
 
4.2 SUBSURFACE SOIL  
 
Subsurface soils encountered are generally consistent at the boring location.  At all of the borings 
flatwork sections consisting of seven to eight inches of Portland cement concrete were 
encountered.  At Borings B-1 and B-3, a four-inch layer of roadbase fill was encountered 
beneath the slab.  At Borings B-2 and B-4, a three to five-foot layer of silty clay fill was 
encountered.  No topsoil was encountered at the boring locations.  The majority of the fill 
appears to be onsite material that has been used as site grading fill.  The fills are variable and can 
exhibit relatively poor engineering characteristics.       
 
Below the fills and to depths of 4.5 to 28.0 feet, the natural soils are generally silty clays which 
contain occasional to numerous layers up to four-inches of silty fine sand.  The clays are 
moderately over-consolidated and will exhibit moderately high strength and low compressibility 
characteristics.  With greater depth and to the depths explored, the soils are predominantly silty 
fine sand with occasional to numerous seams and up to two-inch layers of silt clay.  The silty 
sand will exhibit relatively high strength and low compressibility characteristics.   
 
The lines designating the interface between soil types on the boring logs generally represent 
approximate boundaries.  In-situ, the transition between soil types may be gradual. 
 
4.3 GROUNDWATER 
 
Immediately following drilling operations, groundwater was measured at depths ranging from 
16.0 to 22.0 feet below existing grade.  Three weeks following drilling, groundwater was 
measured at depths ranging from 14.8 to 14.9 feet below existing grade.   
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Seasonal and longer-term groundwater fluctuations on the order of one-half to one foot are 
projected with the highest seasonal levels generally occurring during the late spring and early 
summer months. 
 
5. DISCUSSIONS AND RECOMMENDATIONS 
 
5.1 SUMMARY OF FINDINGS 
 
The most significant geotechnical aspects of the site are the non-engineered fills encountered at 
three of the boring locations and the fills immediately east of the utility vault on the east side of 
the west building.  Under no circumstances should the structures be established over the non-
engineered fill.   
 
Results of this study show that the proposed addition can be supported upon conventional spread 
and continuous wall foundations established upon suitable natural soils and/or granular structural 
fill extending to suitable natural soils. 
 
In the following sections, detailed discussions and recommendations pertaining to earthwork, 
foundations, lateral resistance and pressures, at-grade floor slabs, dewatering, and the geoseismic 
setting of the site are provided.   
 
5.2 EARTHWORK 
 
5.2.1 Site Preparation 
 
Preparation of the site for major construction will include demolition of at-grade slabs and 
abandonment or relocation of existing utilities running beneath the footprint of the proposed 
structure.  In general, non-degradable materials resulting from demolition of the pavement may 
be re-used as part of site engineered fill provided that the recycled debris meets the fill 
requirements described later in this report.  Deleterious materials must be removed from the site. 
 
Subsequently, all non-engineered fills must be removed from an area extending out at least five 
feet from the perimeter of the proposed addition.  Existing fills may remain in place beneath 
proposed exterior flatwork and pavements.  All exposed subgrade must be proofrolled by passing 
moderate-weight rubber tire-mounted construction equipment over the surface at least twice.  If 
excessively soft or loose soils are encountered, they must be removed to a maximum depth of 
two feet, and replaced with structural fill.  Existing surface fills meeting the proofrolling test and 
not containing deleterious material may remain beneath outside flatwork and pavements.   
 
5.2.2 Excavations 
 
Temporary construction excavations through cohesive soils, not exceeding four feet in depth, 
above or below the water table may be constructed with near-vertical sideslopes.  Deeper 
excavations up to 10 feet in cohesive soils should be constructed with sideslopes no steeper than 
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one-half horizontal to one vertical.  When granular soils are encountered, the sideslopes should 
be no steeper than one horizontal to one vertical.  If clean granular soils and groundwater are 
encountered, the sideslopes must be flattened and dewatering and/or shoring provided.  To 
reduce disturbance, we recommend that excavation for footings be accomplished utilizing a 
backhoe with a smooth-lip bucket.   
 
All excavations must be inspected periodically by qualified personnel.  If any signs of instability 
are noted, immediate remedial action must be initiated.   
 
5.2.3 Structural Fill  
 
Structural fill is defined as all fill that will be ultimately subjected to structural loads, such as 
those imposed by footings, floor slabs, pavements, etc.  Structural fill will be required as backfill 
over foundations and utilities, as site grading fill, and possibly beneath floor slabs and footings.  
Structural site grading fill is defined as fill placed over relatively large open areas to raise the 
overall grade. 
 
The maximum particle size of structural site grading fill should generally not exceed four inches.  
However, occasional larger particles up to six to eight inches in diameter may be incorporated 
provided that they do not result in “honeycombing” or preclude achieving the desired degree of 
compaction.  Structural site grading fill is defined as fill placed over fairly large open areas to 
raise the overall site grade.  In confined area, the maximum particle size should not exceed two 
and one-half inches.  Imported granular fill should consist of a well-graded mixture of sands and 
gravels with no more than 18 percent fines. 
 
It should be noted that, from a handling and compaction standpoint, excavated natural sands will 
be moist and may have relatively high fines content.  Use of these soils will require close 
moisture control during placement and compaction.  This will be difficult, if not impossible, 
during wet and cold periods of the year.  The suitability of excavated natural soil for use as 
structural site grading fill or wall backfill should be evaluated by qualified geotechnical 
personnel prior to placement.   
 
5.2.4 Fill Placement and Compaction 
 
All structural fill should be placed in lifts not exceeding eight inches in loose lift thickness.  Fills 
5 to 10 feet thick, and beneath all footings and floor slabs, must be compacted to at least 
95 percent of the maximum dry density as determined by the AASHTO1 T-180 (ASTM2 D-1557) 
compaction criteria.  Structural fill greater than 10 feet is not anticipated at the site.  Fills less 
than 5 feet thick, which are not beneath an area extending out at least 5 feet from the perimeter of 
the structure, should be compacted to at least 90 percent of the above-defined criteria.   
 

                                                 
1 American Association of State Highway and Transportation Officials 
2 American Society for Testing and Materials 



State of Utah - DFCM 
Job No. 0128-002-05 
Geotechnical Study 
October 25, 2005 
 
 
 

 
   Page 8 

Prior to the placement of structural site grading fill, the subgrade should be prepared as discussed 
in Section 5.2.1, Site Preparation, of this report.  In confined areas, subgrade preparation should 
consist of the removal of all loose or disturbed soils. 
 
5.3 SPREAD AND CONTINUOUS WALL FOUNDATIONS 
 
5.3.1 Design Data   
 
Spread and continuous wall foundations can be utilized.  The footings may be established upon 
suitable natural soils and/or structural fill extending to suitable natural soils.  For these 
conditions, the following design parameters are presented: 
 

Minimum Recommended Depth of Embedment for 
Frost Protection - 30 inches 

 
Minimum Recommended Depth of Embedment for 

Non-frost Conditions - 15 inches 
 

Recommended Minimum Width for Continuous 
Wall Footings - 18 inches 

 
Minimum Recommended Width for Isolated Spread  

Footings - 24 inches 
 

Recommended Net Bearing Pressure for  
 Real Load Conditions - 3,000 pounds 

  per square foot 
 

Bearing Pressure Increase 
for Seismic Loading - 50 percent* 

 
 * Should not be applied to edge bearing pressure. 
 
The term “net bearing pressure” refers to the pressure imposed by the portion of the structure 
located above lowest adjacent final grade.  Therefore, the weight of the footing and backfill to 
lowest adjacent final grade need not be considered.  Real loads are defined as the total of all dead 
plus frequently applied live loads.  Total load includes all dead and live loads, including seismic 
and wind.  
 
5.3.2 Installation 
 
The final alignment for the new footings placed next to existing footings along the western side 
of the east wing of the Shepard Student Union will need to be submitted to GSH for final 
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approval.  Improper footing placement next to existing footings could induce additional 
settlements in the existing east wing of the Shepard Student Union.   
 
Additionally, there could be deeper fills along the eastern edge of the west wing of the Shepard 
Student Union associated with the utility tunnel.  Due to the deeper non engineered fills and to 
prevent additional lateral pressures along the wall of the utility tunnel, alternative footings 
designs will need to be utilized along this edge.  One option would be to move the footings to the 
east until the loads from the new footings do not impose additional stress on the existing tunnel 
wall and footings.  These loads can be projected downward at a one to one slope.  A second 
option would be to lower the elevation of the new footings along the tunnel to that of the existing 
tunnel footings.  Deeper footings could exceed the preconsolidation pressure and result in 
excessive settlements.  Therefore, a recommended net bearing pressure of 2,000 pounds per 
square foot up to 10 feet deep should be utilized to prevent this.  A third option would be to use 
an alternative support system, such as helical piers, beneath the footings along this edge to 
transfer the loads through the non-engineered fills to suitable natural soils. 
 
Under no circumstances should the footings be underlain by loose or disturbed soils, non-
engineered fill, sod, rubbish, construction debris, frozen soil, or other deleterious materials.  
Width of replacement granular fill should be equal to the width of the footing plus one foot for 
each foot of fill thickness. 
 
5.3.3 Settlements 
 
Settlements of spread and continuous wall foundations designed and installed in accordance with 
the above recommendations and supporting the maximum projected loads should be less than 
one-half of an inch.  Settlements should occur rapidly with 60 to 70 percent occurring during 
construction.   
 
5.4 LATERAL RESISTANCE 
 
Lateral loads imposed upon foundations due to wind or seismic forces may be resisted by the 
development of passive earth pressures and friction between the base of the footings and the 
supporting soils.  In determining frictional resistance, a coefficient of 0.40 should be utilized.  
Passive resistance provided by properly placed and compacted granular structural fill above the 
water table may be considered equivalent to a fluid with a density of 300 pounds per cubic foot.  
Below the water table, this granular soil should be considered equivalent to a fluid with a density 
of 150 pounds per cubic foot.   
 
A combination of passive earth resistance and friction may be utilized provided that the friction 
component of the total is divided by 1.5.   
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5.5 AT-GRADE SLABS  
 
The at-grade slab associated with the structure should be underlain by four inches of one-half to 
one-inch minus clean gap-graded gravel.  The gravel can be placed upon properly proofrolled 
existing suitable soils and/or structural fill extending to suitable soil. 
 
5.6 CEMENT TYPES 
 
The laboratory tests indicate that the site soils contain negligible amounts of water soluble 
sulfates.  Therefore, all concrete which will be in contact with the site soils should be prepared 
using Type I or IA cement.   
 
5.7 GEOSEISMIC SETTING 
 
5.7.1 General 
 
Utah municipalities have adopted the International Building Code (IBC) 2003.  The IBC 2003 
code determines the seismic hazard for a site based upon regional mapping of bedrock 
accelerations prepared by the United States Geologic Survey (USGS) and the soil site class 
(formerly soil profile type).  The USGS values are presented on maps incorporated into the IBC 
code and are also available based on latitude and longitude coordinates (grid points).  In 
comparison, the former UBC (Uniform Building Code) generally placed the entire Wasatch front 
into a single seismic zone (Seismic Zone 3). 
 
The structure must be designed in accordance with the procedure presented in Chapter 16 of the 
IBC 2003 edition. 
 
5.7.2 Faulting 
 
Based upon our review of available literature, no active faults are known to pass through or 
immediately adjacent to the site.  The site is located outside fault investigation zones identified 
by Weber County.  The nearest active fault is the Ogden portion of the Wasatch fault 
approximately one-half mile east of the site.  The Wasatch fault zone is considered capable of 
generating earthquakes as large as magnitude 7.33. 
 
5.7.3 Site Class 
 
For dynamic structural analysis, the Site Class “D” as defined in Table 1615.1.1, Site Class 
Definitions of the 2003 IBC, can be utilized. 
 
                                                 
3 Arabasz, W.J., Pechmann, J.C., and Brown, E.D., 1992, Observational seismology and the 

evaluation of earthquake hazards and risk in the Wasatch Front area, Utah, in Gori, P.L., and 
Hays, W.W., eds., Assessment of regional earthquake hazards and risk along the Wasatch Front, 
Utah:  U.S. Geological Survey Professional Paper 1500-D, 36 p. 
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5.7.4 Ground Motions 
 
The IBC 2003 code is based on 1997 USGS (United State Geologic Survey) mapping, which 
provides values of short and long period accelerations for the Site Class “B”-“C” boundary for 
the 2 percent in 50 year event (2,475 year return period).  This Site Class “B”-“C” boundary 
represents a hypothetical bedrock surface and must be corrected for local soil conditions.  The 
following table summarizes the peak horizontal and short and long period accelerations for a 
2 percent in 50-year event and incorporates a soil amplification factor for a Site Class “D” soil 
profile.  Based on the site latitude and longitude (41.1928 north and 111.9445 degrees west, 
respectively), the values for this site are tabulated below: 

 

Spectral Acceleration Value, T 
Seconds 

MCE 
2% in 50 Yr event 
(2,475 yr return), 

% g 
Peak Horizontal 

Ground Acceleration 
(0.00 Seconds) 

71.8 

0.2 Seconds, (Short Period 
Acceleration, SS) 179.4 

1.0 Seconds (Long Period 
Acceleration, SL) 116.8 

 MCE – Maximum considered earthquake 
 
The IBC 2003 code site accelerations are based on taking the above short and long period 
accelerations for the Maximum Considered Earthquake Event, and multiplying by two-
thirds (⅔). 
 
5.7.5 Liquefaction 
 
The site is located in an area that has been identified by the Weber County Geologist as having a 
“moderate” liquefaction potential.  Liquefaction is defined as the condition when saturated, 
loose, fine sand-type soils lose their support capabilities because of excessive pore water 
pressure which develops during a seismic event.   
 
Analyses indicate isolated zones of the saturated granular soils could liquefy under a major 
seismic event.  Maximum anticipated settlement resulting from the liquefaction would be in the 
range of one to one and one-half inches.  Because of the depth of the potentially liquefiable soils 
and their limited thickness, analyses indicate that surface ground rupture should not occur. 
 
Potentially liquefiable zones are not continuous.  Therefore, lateral spread should not be a 
concern.  The bedding of the soils encountered in the samples show no signs of distortion.  This 
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indicates that the soils have not experience laterally spread since deposition.  During this period, 
the site has experienced at least three magnitude 7 or greater earthquakes. 
 
 
We appreciate the opportunity of providing this service for you.  If you have any questions or 
require additional information, please do not hesitate to contact us. 
 
Respectfully submitted, 
 
GSH Geotechnical Consultants, Inc. Reviewed by: 
  
 
 
Joshua M Whitney, EIT William J. Gordon, State of Utah No. 146417 
Staff Engineer Professional Engineer 
 
JMW/WJG:sn 
 
Encl. Figure 1, Vicinity Map 

Figure 2, Site Plan  
Figures 3A through 3D, Log of Borings 
Figure 4, Unified Soil Classification System 
 

Addressee (3) 
c: Mr. Jim Harris, Campus Planning and Development Manager (1) 

Facilities Management  
Weber State University 
2601 University Circle 
Ogden, Utah  84408-2601 
 
Mr. Mick Gaviglio (1)  
MHTN Architects Inc 
420 East South Temple, Suite 100 
Salt Lake City, Utah  84111 
 
Mr. Jeremy L. Achter (1) 
ARW Engineers 
1594 West Park Circle 
Ogden, Utah  84404 
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NW Portion of Weber State Campus, Ogden, UT

3-3/4" ID Hollow-Stem Auger
4700' +/-

0128-002-05
State of Utah - DFCM

08-24-05
20.5' (08-24-05) 14.8' (09-13-05)

SILTY SAND
with numerous layers to 1/4" thick of silty clays; fine sand; 
brown (SM)
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grades silty fine sand with occasional layers to 1/2" thick 
of silty clays with trace fine sand

Stopped drilling at 34.5'.

Stopped sampling at 36.0'.

Installed 1-1/4" diameter slotted PVC pipe to 36.0'.

FIGURE 3A
(con't)
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REMARKS

B-2

Prop. Shepard Student Union Connection Add.
NW Portion of Weber State Campus, Ogden, UT

3-3/4" ID Hollow-Stem Auger
4700' +/-

0128-002-05
State of Utah - DFCM

08-24-05
21.5' (08-24-05)

Ground Surface
8" PORTLAND CEMENT CONCRETE

SILTY CLAY, FILL?
with some fine sand; brown, FILL? (CL)

SILTY CLAY
with some fine sand; light brown (CL)

SILTY SAND
with numerous layers up to 1/2" thick of silty clay; fine sand; 
brown (SM)
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moist
stiff

moist
hard

very moist

saturated
medium dense

grades silty clay with numerous layers up to 1/2" thick of 
silty sand; brown

FIGURE 3B
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REMARKS

B-2

Prop. Shepard Student Union Connection Add.
NW Portion of Weber State Campus, Ogden, UT

3-3/4" ID Hollow-Stem Auger
4700' +/-

0128-002-05
State of Utah - DFCM

08-24-05
21.5' (08-24-05)
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grades silty fine sand with numerous layers up to 3/4" thick 
of  silty clay

Stopped drilling at 32.0'.

Stopped sampling at 33.5'.

FIGURE 3B
(con't)
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REMARKS

B-3

Prop. Shepard Student Union Connection Add.
NW Portion of Weber State Campus, Ogden, UT

3-3/4" ID Hollow-Stem Auger
4700' +/-

0128-002-05
State of Utah - DFCM

08-24-05
22.0' (08-24-05)

Ground Surface
8" PORTLAND CEMENT CONCRETE

SILTY CLAY
with some fine sand; brown (CL)

SILTY SAND
with numerous layers up to 1/2" thick of silty clay; fine sand; 
brown (SM)
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moist
very stiff

hard

very stiff

saturated
medium dense

grades with numerous layers up to 1/2" thick of silty fine 
sand; light brown

FIGURE 3C

grades with occasional layers up to 1/2" thick of silty fine 
sand; brown with calcium deposits 



BOREHOLE

Page: 2 of 2

Project Name:
Location:
Drilling Method:
Elevation:
Remarks:

Project No.:
Client:
Date Drilled:
Water Level:

Gordon Spilker Huber Geotechnical Consultants, Inc.
Salt Lake City, Utah  84123

G
ra

ph
ic

al
 L

og

W
at

er
 L

ev
el DESCRIPTION

D
E

PT
H

 F
T

.

30

35

40

45

50

B
L

O
W

S/
FT

SA
M

PL
E

 S
Y

M
B

O
L

M
O

IS
T

U
R

E
 (%

)

%
 P

A
SS

IN
G

 2
00

D
R

Y
 D

E
N

SI
T

Y
(P

C
F)

L
iq

ui
d 

L
im

it 
(%

)

Pl
as

tic
 L

im
it 

(%
)

REMARKS

B-3

Prop. Shepard Student Union Connection Add.
NW Portion of Weber State Campus, Ogden, UT

3-3/4" ID Hollow-Stem Auger
4700' +/-

0128-002-05
State of Utah - DFCM

08-24-05
22.0' (08-24-05)
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loose

grades with occasional layers up to 1/4" thick of silty clay 
with trace fine sand; brown

Stopped drilling at 33.0'.

Stopped sampling at 34.5'.

FIGURE 3C
(con't)
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REMARKS

B-4

Prop. Shepard Student Union Connection Add.
NW Portion of Weber State Campus, Ogden, UT

3-3/4" ID Hollow-Stem Auger
4700' +/-

0128-002-05
State of Utah - DFCM

08-25-05
16.0' (08-25-05) 14.9' (09-13-05)

Ground Surface
7" PORTLAND CEMENT CONCRETE
SILTY CLAY, FILL
with fine to coarse sand and some fine and coarse gravel; brown, 
FILL (CL)

SILTY CLAY
with trace fine sand; light brown with calcium deposits (CL)

100
3"
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moist
hard

moist
 very stiff

hard

saturated

grades with occasional layers to 1/2" thick of silty fine 
sand; light brown

FIGURE 3D

grades with numerous layers up to 4" thick of silty fine 
sand
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REMARKS

B-4

Prop. Shepard Student Union Connection Add.
NW Portion of Weber State Campus, Ogden, UT

3-3/4" ID Hollow-Stem Auger
4700' +/-

0128-002-05
State of Utah - DFCM

08-25-05
16.0' (08-25-05) 14.9' (09-13-05)

SILTY SAND
with occasional layers to 1/2" thick of silty clays; fine sand; 
brown (SM)

 43 

 30 

 41 

 28.8 

  

  

  

  

  

 93 

  

  

  

  

  

  

  

  

saturated
medium dense

grades with numerous layers to 2" thick of silty fine sand; 
brown

Stopped drilling at 35.0'.

Stopped sampling at 36.5'.

Installed 1-1/4" diameter slotted PVC pipe to 36.5'.

FIGURE 3D
(con't)




